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FOREWORD 

This r epor t  descr ibes  the r e s e a r c h  activity 
ca r r i ed  out in fulfillment of Contr’ac t NAS3 -4 174 
during the period from May 15, 1965, through 
November 14, 1965. Contributers t o  this re- 
port  included G. Mikk and W. Atkinson. The 
work was conducted under the direction of the 
Space Power Systems Division, Lewis Research 
Center,  National Aeronautics and Space Admin- 
istration, with Robert L. Davies a s  P ro jec t  
Manager. 
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ABSTRACT 

PWA-2750 

' w66 I q v s  
The testing of coatings applied t o  AISI-310 stainless s tee l  and columbium - 
1 percent zirconium was continued during the repor t  period. In addition, 
a study of the adherence,  compatibility, and emittance of selected m a t e r -  
ials applied to beryllium was initiated. - 
A columbium-1 percent zirconium tube coated with i ron  titanate com- 
pleted 10,000 hours of testing at 1700°F. 
tance decreased slightly f rom 0.88 to 0. 84, with mos t  of the dec rease  
occurring during the f i r s t  1800 hours. 
to a thorough analysis including spectrographic, X-ray  diffraction, vacuum 
fusion, microhardness , and microprobe analyses.  On the basis  of 
emittance testing and supplementary adherence testing , it appears  that  
this mater ia l  combination is suitable for  space radiator use at 1700°F. 
Analyses to determine the compatibility of the mater ia ls  have not yet 
been completed. 

During the tes t ,  the emit-  

The specimen is being subjected 

An AISI-310 stainless s teel  tube coated with calcium titanate com-  
pleted 10, 600 hours of testing at 1350°F during the repor t  period. 
The emittance of this specimen has  decreased from 0.91 to 0.  89. 
the basis  of the emittance tes t  and on supplementary adherence tes t -  
ing conducted during the l a s t  six-month period, i t  appears that this 
ma te r i a l  combination is suitable for  space radiator use a t  1350°F. 

On 

An AISI-310 stainless s tee l  tube coated with i ron titanate has  been 
tested at 1350°F for  9,600 hours.  
s table ,  ranging only between 0. 89 and 0.88. 
tion a l so  appears to be suitable for space radiator  use a t  1350°F. 

The emittance has been very  
This mater ia l  combina- 

-- A c ~ l ~ m - b i ~ ~ -  I percent z i r ~ n n i l ~ m -  tiihe coated with alnminum oxide- 
aluminum titanate has  been tested for 5, 300 hours a t  1700°F. The 
emittance of this specimen, however, has  decreased steadily f rom 
0.87 to 0.82. If i t  continues to decrease,  the tes t  will be terminated. 

Aging tests were  conducted on beryllium specimens with coatings of 
calcium titanate and i ron  titanate. The calcium- titanate coated 
specimens were  aged for 100 hours  and for 500 hours a t  800°F. The 
post- tes t  analyses for  these specimens have not been completed, but 
prel iminary resul ts  indicate that aging produced no significant 
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t 

changes. 
at 800°F.  
specimens also reveal  no significant changes, although a small 
amount of diffusion a c r o s s  the coating-substrate interface may have 
occurred.  

The iron-ti tanate coated specimens were  aged for  100 hours  
Pre l iminary  resul ts  f r o m  post-test  analyses for  these 

PWA - 2750 

A beryll ium s t r ip  coated with i ron titanate was emittance tested f o r  
670 hours  at temperatures  f rom 8 0 0 ° F  to 1100°F. The emittance 
was between 0.89 and 0.90 throughout the test .  
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1. INTRODUCTION 

A program is being conducted to determine the suitability of selected 
high-emittance mater ia l s  for  use as coatings on nuclear space power- 
plant radiators .  
phase, selected coatings are being evaluated for  emittance stability, 
adherence,  and compatibility when applied to AISI-310 stainless s tee l  
o r  columbium- 1 percent zirconium. These tes ts  a r e  being conducted 
f o r  periods of at leas t  10,000 hours  at temperatures  of 1350°F and 
1700 O F .  

The program is divided into two phases. In one 

In the second phase, selected coating mater ia l s  a r e  being applied to 
beryll ium and evaluated for emittance stability, adherence,  and 
chemical and metallurgical changes when exposed to temperatures  of 
800 o r  1400°F for periods up to 1000 hours. This phase was initiated 
during the cur ren t  r epor t  period. 

II. BACKGROUND 

During the first twelve months of the program,  seven mater ia l s  were  
screened  fo r  long-term emittance testing. 
binations appeared to be suitable: iron titanate on AISI-310 stainless  s tee l ,  
i ron  titanate on columbium- 1 percent zirconium, calcium titanate on 
AISI-3 10 stainless  s tee l ,  and a stabilized titanium oxide composition on 
columbium- 1 percent zirconium. The stabilized titanium oxide coating 
deter iorated rapidly during the f i r s t  100 hours of long-term testing, 
however,  and the tes t  was terminated. Subsequently, a long-term tes t  
was initiated for  a columbium-1 percent zirconium tube coated with a l -  
uminum oxide-aluminum titanate. Adherence tests were conducted for 
iron-ti tanate coatings and the bond strength to their respective substrate  
mater ia l s  was found to be excellent. 

Four coating-substrate com- 
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III. LONG-TERM EMITTANCE TESTING 

A. Introduction 

The long-term total hemispherical  emittance testing of four coated 
specimens was continued during the report  period. Originally, the 
tes ts  were  scheduled to be terminated after 5000 hours of continuous 
testing. However, i n  May 1965, the contract was extended and the 
tes t  period was increased  to 10,000 hours. By the end of the repor t  
period, one of the specimens,  a columbium- 1 percent zirconium 
tube coated with iron-ti tanate,  had completed the prescr ibed 10, 000 
hours  and the tes t  w a s  terminated. The testing of the remaining 
specimens is  continuing. The preparation of the specimens and testing 
procedure a r e  described in detail in a previous semiannual repor t ,  
NASA - CR54268. 
B. Iron-Titanate on Columbium- 1 Percent  Zirconium 

With the addition of 3, 750 hours of testing during the cur ren t  repor t  
period, the columbium-1 percent zirconium tube coated with a 
4-mil  thick layer  of iron-titanate completed 10,000 hours  of testing 
in vacuum a t  1700 O F .  

p r ior  to  the end of the tes t  is shown in Figure 1. 
The appearance of the specimen a t  1700 O F  just  

At the beginning of the tes t ,  the emittance was 0. 88, but af ter  600 
hours  i t  decreased until, at  1800 hours, a value of 0.85 was reached. 
The emittance remained relatively stable for the remaining period with 
only a slight decrease  from 0.85 to 0.84 during the final 2000 hours.  
The values for  the 10,000-hour t e s t  a r e  shown in Figure 2. The temp- 
e ra tu re s  used for the final emittance values were  obtained by using an  
optical pyrometer with a calibration t raceable  to  the National Bureau 
of Standards. 

During testing, the specimen w a s  thermally cycied betweeii l700 O F  

and room temperature  51 t imes with 22 of the cycles being made 
during the cu r ren t  report  period. 
adverse  effects on the specimen. 

Thermal  cycling produced no 

Throughout the t e s t ,  a vacuum of 1 x 10-7 mm Hg o r  bet ter  was main-  
tained as shown in  Figure 2. 

The appearance of the specimen after testing is shown in Figure 3. 
T h e r e  were  no apparent changes i n  the appearance of the coating 
other  than a slight change in  color. No spalling o r  cracking w a s  
evident. A photomicrograph of the coating is shown in F igure  4. 

PAGE NO. 2 
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The specimen i s  now being subjected to spectrographic,  X-ray diffraction, 
and vacuum fusion analysis,  and microhardness testing. The resu l t s  of 
the spectrographic analysis a r e  presented in  Table 1. As shown, essen-  
t ially no change occurred. 

TABLE 1 

Spectrographic Analysis Results fo r  
Iron-Titanate Coating on Columbium- 

1 Percent  Zirconium Tube 

Impurity Content (Weight Percent)  

c u  - Ni - -  Mn Si Mg - A1 - Cr - 
As received - powde r 0.5 0 .3  0 . 1  0 . 7  0 .03 - - 
As sprayed 0 .5  0 .3  0 .1  0 .7  0 .05  0 .02  0.01 

After 10,000 h r s  a t  1700°F 0 .5  0.5 0.2 1.0 - - - 

The smal l  amounts of nickel and copper detected in the Ifas-sprayed" 
coating were probably picked up during the plasma-spraying of the 
coating. These elements have been detected in other coatings a f te r  
plasma spraying. 

X-ray diffraction analysis of the coating revealed the presence of no 
crystall ine phases other than iron-titanate. 

The vacuum fusion oxygen analysis made on a section of the tested col-  
umbium-1 percent zirconium tube indicated that about 0 . 3 3  percent 
oxygen was present  a f t e r  testing, whereas 0.03 percent w a s  present  
before testing. This increase may be c 1 ~  in par t  to  microscopic amounts 
of coating remaining on the tube surface af ter  removal of the coating by 
scraping. A thorough microprobe analysis on the cross-sect ion of the 
tube will be made. The resul ts  of t h i s  analysis,  which will include an  
oxygen scan  ac ross  the 10-mil wall section, will be reported in a l a t e r  
report .  

Microhardness testing across  the 10-mil coating c ross -sec t ion  indicated 
that the hardness  of the substrate  increased during testing for  a depth of 
about 3 mils  under both the inner and outer surfaces. The hardness  mid- 
way between the surfaces  was unchanged. 
Table 2 below: 

These resu l t s  a r e  shown in 
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TABLE 2 

Microhardness Resul ts  for 
Columbium- 1 Percent  Zirconium Tube 

1700 O F  for  10,000 Hours 
Coated With Iron-Titanate and Tested a t  

As Received 

Depth Below Diamond Pyramid 
Outer Surface Hardness 

(Mils) (kg /mm2) 

1.5 
2.5 
4.0 
5.5 
6. 75 
8. 0 

146 
146 
144 
142 
146 
146 

After 10,000 Hours a t  1700°F 

Depth Below Diamond Pyramid 
Outer Surface Hardness 

(Mils) 

0.5 
1.5 
2.5 
4.0 
5. 0 
6. 5 
8. 0 

19 1 
196 
170 
14 1 
144 
168 
196 

Note: Tube wall is 10 mils  thick. 

The increase in hardness  a t  the inner sur face  of the tube (6 to  8 mils  
below the outer surface)  is believed to be due to a formation of a thin 
oxide layer  occurring during the plasma-spraying process .  This oxide 
then diffused inward during the endurance test .  The increase in ha rd -  
ness near  the outer surface is believed to be due to some oxygen dif- 
fusing from the coating during the 10,000-hour test .  Previous studies 
have indicated that no appreciable oxide formation occurs on the surface 
of the metal  being sprayed during the plasma-spraying process .  This is 
believed the be due to  the preheat with argon,  and the use of argon during 
t he  ~ c t ~ a l  spraying process .  

Ten thousand hours of testing an iron-titanate-coated columbium- 1 
percent  zirconium specimen at  1700 "F have demonstrated that the 
coating and subs t ra te  remain w e l l  bonded and that the coating provides 
a su r face  with a high, stable emittance. These character is t ics  indicate 
that this mater ia l  combination is suitable fo r  space radiator  use a t  
1700"F, providing microprobe analyses to be made confirm that the ma-  
te r i a l s  a r e  sufficiently compatible. 

C. 

An AISI-310 stainless s tee l  tube coated with a 4-mil  thick layer  of 

Calcium Titanate on AISI-310 Stainless Steel 
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PRATT.& WHITNEY AIRCRAFT 
PWA- 27 50 

calcium titanate accrued a total of 10,600 hours by the end of the 
repor t  period. Of these 10,600 hours ,  4300 hours  were  accumulated 
during the r epor t  period. 

To date,  the emittance has  been quite stable, Initially the emittance 
was 0.91, and, at present ,  it is 0.89. The emittance values and the 
vacuum maintained during the t e s t  a r e  shown in Figure 5. 

The specimen was thermally cycled 27 t imes  between 1350°F and room 
temperature  during the report  period, bringing the total  number of cycles 
to 51. No adverse effects on either adherence o r  emittance have been 
noted. 
testing is  shown in Figure 6. 

The appearance of the specimen at 1350°F after 10,000 hours  of 

Based on over 10,000 hours of emittance testing and supplementary 
adherence testing, it appears  that calcium titanate is a suitable coat- 
ing mater ia l  for AISI-310 stainless steel when used at 1350°F in vacuum. 

D. Iron-Titanate on AISI-310 Stainless Steel 

The testing of an AISI-310 s ta inless  steel  tube with a 4-mi l  thick iron- 
titanate coating was continued a t  1350°F. 
4 ,300 hours  were accrued for a total tes t  t ime of 9 ,600 hours.  

During the r epor t  period, 

Throughout the tes t ,  the emittance has been very  stable,  having 
dropped only f r o m  0.89 to 0.88 since the start of the test .  The 
emittance values obtained a r e  shown in Figure 7. 

A s  shown in  Figure 7, a vacuum of about 2 x 
maintained. 

mm Hg has  been 

During the repor t  period, the specimen w a s  subjected to 27 additional 
t he rma l  cycles between 1350°F and room temperature ,  bringing the 
tntrl  to 5 1  cycles. No adverse effects have resulted. The appearance 
of the specimen after 9,000 hours of testing i s  shown iii Figure 8. 

The emittance data obtained in conjunction with the resul ts  of vibration 
fatigue testing indicate that this material  is  suitable for use a t  1350°F 
in vacuum. 

E. Aluminum Oxide-Aluminum Titanate on Columbium- 1 Pe rcen t  
Zirconium I 

A columbium-1 percent zirconium tube with a 4-mil  thick coating of 
aluminum oxide-aluminum titanate is being tested at 17,00"F. To date, 
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the specimen has  accrued 5300 hours  with 
being conducted during the r epor t  period. 

At the s t a r t  of the tes t ,  the emittance w a s  

PWA-2750 

4300 hours  of testing 

0.87, but it has  decreased  
steadily. By end of the repor t  period, the emittance had dropped to 
0.82. 
emittance continues to drop, the tes t  w i l l  be  terminated before 10,000 
hours  are accumulated. 
specimen and the vacuum maintained a re  shown in  F igure  9. The 
specimen has  been subjected to a total of 36 thermal  cycles with 27 of 
the cycles being conducted during the repor t  period. The appearance 
of the specimen af te r  4700 hours  of testing is shown in F igure  10. 

Projected emittance values a r e  unsatisfactory,  and, if the 

The emittance values recorded for  this 
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A .  Introduction 

PWA - 2 750 

IV. BERYLLIUM STUDIES 

A study is being conducted to determine the feasibility of using coated 
beryl l ium for  radiator applications. 
p lasma-arc  spraying high emittance mater ia ls  onto beryl l ium samples. 
The specimens a r e  then aged at 8 0 0 ° F  o r  1400°F in vacuum for  
periods of 100, 500, and 1000 hours. Before and after aging, the 
specimens are thoroughly examined to  determine any changes in the 
coating o r  substrate.  
the substrate  and coating and determination of the substrate  micro-  
s truc tur e ,  sub s t r ate har  dne s s , and c oa ting - sub s t r a te  bond s t reng th . 
The emittance properties of the coating mater ia ls  when applied to 
beryl l ium a r e  being determined with separate specimens.  

Specimens a r e  prepared by 

The examination includes chemical analysis of 

The coatings initially selected for evaluation a r e  iron-ti tanate and 
calcium titanate. 
emittance and good bond strengths for periods of a t  least 10 ,000  hours 
on other  meta l  substrates  a s  indicated in  Section I11 of this report .  

Both of these mater ia ls  have exhibited high 

B. Aging Tes ts  

1. Apparatus 

In o r d e r  to accomplish the work required for the beryll ium phase of 
the program,  i t  was necessary to increase the s ize  of the emittance 
facility. Two rooms were  added, one for specimen preparation, and 
one to house the tes t  equipment. The room used for specimen prep- 
arat ion was constructed with smooth interior walls and a tile floor to 
conform to health and safety engineering requirements.  

Two furnaces  were constructed for  aging the specimens.  Each is a 
genera l  purpose box- type bench furnace capable of maintaining tem-  
pera tures  up to 2 3 0 0 ° F  (see F igure  11). Provision is  made for  in-  
stalling a hot-wall vacuum chamber 6 inches in diameter  and 22 inches 
long. Three  thermocouples a r e  mounted along the length of the chamber 
ex ter ior  to monitor the furnace temperature.  

PAGE NO. 7 
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The specimens are mounted in  a stainless s tee l  sample holder 
specially constructed for  the purpose. Four  Chromel-Alumel thermo- 
couples a r e  welded to the sample holder to provide the temperature  
profile of the t e s t  a r ea .  

A titanium sublimation pump was constructed for  use with e i ther  
furnace assembly to provide a la rger  pumping speed than is  available 
with an ion gettering pump i f  required. 

All bas ic  furnace controls and instrumentation read-out units are 
grouped in  a console. Included a r e  temperature control lers  f o r  the 
furnaces ,  power supplies fo r  the ion gettering pumps, an ionization 
gage control unit, a thermocouple gage control unit for  use  during 
bakeout, a switching arrangement  and a slidewire millivolt potentiome- 
t e r  fo r  thermocouple output measurement,  and the control unit fo r  the 
titanium sublimation pump. The console is shown in Figure 12. 

2. SDecimen PreDaration 

The specimens being used for  the aging tes ts  a r e  coated beryl l ium 
plates measuring 3 inches by 3inches and 0. 10 inch thick. 
beryl l ium was procured f rom the Beryllium Corporation and was 
designated as high purity IS-2 ingot sheet. 
of the beryl l ium sheet ,  as received, indicated the presence of the 
following impurit ies:  0.067' Si, 0.0570 F e y  0.0270 Ni, 0.01% Ti, 
0.0170 Mn, and t r aces  of C r y  Cu, Mg, Pb ,  Au, and Sn. Chemical 
analysis  showed 0.8% B e 0  to be present. Microhardness testing in- 
dicated that the sur faces  of the plates were  slightly ha rde r  than the 
material away f r o m  the surfaces (see Table 3),  apparently as a 
r e su l t  of cold working during fabrication. 

The 

Spectrographic analysis 
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Depth Below 
Outer Surface 

(Mils) 

0.5 
1.5 
3.0 
4.5 
6.0 
8.0 

10.0 
12.5 
50 

Diamond Pyramid  
Hardness  
(kg /mm2 I 

227 
227 
2 19 
219 
20 1 
201 
201 
201 
202 

PWA-2750 

TABLE 3 

Microhardness Results fo r  
Beryl l ium Plates  (as Received) 

U s e d  in  Aging Studies 

The specimens a r e  prepared  for coating by gr i t  blasting with 60 mesh 
silicon carbide at 80 psi  to a roughness height of about 80  microinches 
AA.  Coatings are applied by p lasma-arc  spraying, using argon for both 
the a r c  gas-and the c a r r i e r  g a s .  

During the r epor t  period, specimens were prepared with 4-mi l  thick 
coatings of iron- titanate and calcium-titanate. 
powder used was coa r se r  and m o r e  uniform than that used previously 
to prepare  emittance specimens.  
powder compaction in the spray  gun hopper, thus ensuring a steady 
flow to the gun. 
in  Table 4. 

The iron-titanate 

Use of a c o a r s e r  powder eliminated 

The particle s ize  diatrihution of the powder is shown 
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TABLE 4 

Par t ic le  Size Distribution of 
Iron- Titanate Powder 

Used for Beryllium Studies 

Particle Size Cumulative 
(Microns) Weight Percent  

72 
66 
60 
52 
42 
33 
26 
21  
17 
9 .5  
4 .1  

37 
44 
54 
63 
74 
82 
88 
90 
94 
99 

100 

Spectrographic analyses were  conducted for  both powders. Traces  of 
Si and M g  were  found in  the calcium-titanate powder. 
titanate powder was found to contain 0.670 Mn, 0.470 Si, 0.470 Al, and 
0.370 Mg. 

The i ron-  

. 3 .  Test Procedure 

Aging is conducted in one of the two furnaces descr ibed previously. 
The coated beryli ium piaies are i n t d l e d  in the sample holder and the 
holder assembly i s  inser ted into the vacuum chamber. The vacuum 
chamber is then sealed and baked out for s ix  hours at 500°F. Heat 
during the bakeout period i s  supplied by the furnace,  by a heated wire  
on the manifold, and by a bakeout mantle installed on the ion gettering 
pump. A 400-liter-per-second oil diffusion pump backed by a liquid ni- 
t rogen  cold t r a p  and mechanical pump is used to evacuate the system. 
The p r e s s u r e  during the roughing and bakeout period is measured by a 
thermocouple gage located in the vacuum chamber manifold. After 
bakeout, the system is cooled, the ion gettering pump is s ta r ted ,  and the 
roughing pump is valved out of the system. The vacuum chamber temp-  
e r a t u r e  is then raised to the desired aging temperature .  
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The oven temperature  is held constant by a controlling pyrometer ,  and 
the sample holder temperatures  a r e  measured with a millivolt s l ide-  
wire  potentiometer. 
ionization gage and by measuring the ion gettering pump cur ren t  and 
using a calibration curve of pump current  vs chamber p re s su re .  A t  
the end of the required aging t ime,  the furnace is shut down, the chamber 
is cooled and filled with d r y  nitrogen to a tmospheric  p r e s s u r e ,  and then 
the specimens a r e  removed for evaluation. 

The chamber pressure  is measured  with a n  

4. Tes t  Results 

By the end of the report  period, aging tes t s  had been conducted on 
calcium-titanate-coated specimens for 100 and 500 hours  and on iron- 
titanate-coated specimens for  100 hours at 800OF. 

a. Calcium- Titanate-Coated Beryll ium Specimens 

Three calcium- titanate -coated beryllium s ecimens were  aged at 
800°F for 100 hours in  a vacuum of 1 x 1 0 - r m m  Hg o r  bet ter .  
Visual examination of the specimens after aging revealed no changes 
in their  appearance other than a slight darkening of the coating. The 
texture was unchanged, and there was no evidence of spalling o r  
cracking of the coating. The appearance of the specimens before and 
after aging is shown in Figure 13. 
f o r e  and af ter  aging, and no significant weight change was found. The 
weights of the specimens before and after testing a r e  shown in Table 5. 

The specimens were  weighed be-  

TABLE 5 

Weights of Calcium- Titanate-Coated Beryll ium 
Specimens Before and After Testing at 800 OF 

Weight (gm) 

f i l L C I  A ~ A - -  Toat  A r u r  Specimen Aging Time (h r )  Before Tes t  

100 
100 
100 
500 
500 
500 

30.482 30.481 
30.493 30.489 
30.980 30.978 
29.744 29.740 
30.008 30.004 
29.816 29.810 

One of the three specimens is  being subjected to metallurgical and 
chemical  examination. Prel iminary resu l t s  indicate that no diffusion 
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occurred  between the coating and the substrate.  
this is the resu l t s  of microhardness  testing. 
hardness  value of 201 kg/rnrn2 was obtained at depths of 0.2, 25, and 
50 mils below the coating-substrate interface. 
analyses  were  made on scrapings f r o m  the specimen. Comparison Of 
these results with those of the analysis performed pr ior  to aging 
reveals  that no significant changes occurred (see Table 6). 

One indication of 
A diamond pyramid 

Spectrographic 

TABLE 6 

Spectrographic Analysis Results for  
Calcium- Titanate and Iron-  Titanate 

Applied to Beryll ium Substrates  

Mate rial 
and Historv ImDurities 

Calcium- Titanate 

A s  received 
As sprayed 

100 hours  at 
800 "F 

500 hours  at 
800°F 

Iron- Titanate 

As received 

A s  sprayed 

100 hours  at 
800°F 

Traces  of Si, Mg 
0.0270 Si, 0.0170 Cu, t r aces  of Ni, Al, Fe, Mg, Mn 

0.01% Si, t r aces  of Al, F e ,  Mg, Mn 

0.0170 Si, t r aces  of A l ,  F e ,  Mg, Mn 

0.670 Mn, 0.4oJ0Si, 0.470 AI, 0.370 Mg 
0.570 Mn, 0.470 Si, 0.570 AI, 0.270 Mg, 0.019'0 CU, 

t race 9f N i  

0.670 Mn, 0. 570 Si, 0.770 Al,  0. 370 Mg, 
t races  of C r ,  Cu 

Three additional calcium-titanate-coated beryll ium specimens were  
aged f o r  500 hours at 800°F in a vacuum of 1 x 
The resu l t s  were similar to those for  specimens aged 100 hours.  
Visual examination af ter  aging revealed no changes other than a 
slight darkening of the coating, and the change in weight was  insignifi- 
cant. The appearance of one of the aged specimens is shown in 

mm Hg o rbe t t e r .  
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Figure 13. As shown, the color change was about the same as that 
of the specimen aged 100 hours. Microhardness testing revealed a 
uniform hardness  in  the beryl l ium as shown in Table 7. 

TABLE 7 

Microhardness Results fo r  
Beryll ium Pla te  Coated with 

Calcium- Titanate and Aged for  
500 Hours at 800°F 

Depth Below Diamond Pyramid  
Interface (Mils) Hardness (kg/mm') 

0.5 
1.75 
3.0 
4 .5  
5.0 

177 
179 
179 
179 
177 

The resu l t s  of spectrographic analyses of the coating after aging a r e  
shown in  Table 6. No appreciable change in  the coating impuri t ies  
occurred.  As shown in  Table 5, no significant change in weight occurred.  

The aging tes ts  conducted to date on calcium-titanate-coated 
beryl l ium specimens demonstrate that calcium- titanate is chemically 
compatible with beryllium and w i l l  remain bonded to it fo r  periods of 
at l ea s t  500 hours at 800°F in vacuum. 

b. I ron-  Titanate-Coated Bervllium SDecimens 

Three beryl l ium specimens coated with i ron titanate -+..ere aged for  
100 hours  at 800°F in  a vacuum of 1 x mm Hg o r  bet ter .  

Visual examination of the specimens af ter  aging revealed no changes 
in color  o r  texture,  and no spalling o r  cracking were  evident. 
change in weight during aging (see Table 8)  was considered to be insig- 
nificant. The appearance of one of the specimens before and af te r  aging 
is shown in Figure 14. 

The 
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TABLE 8 

Weights of Iron-Titanate-Coated Beryll ium Specimens 
Before and After Testing a t  800°F for 100 Hours 

Weight (gm) 

Specimen 

1 
2 
3 

Before Tes t  After Tes t  

30. 356 30. 350 
30.451 30.448 
29.929 29.924 

I 

Microhardness testing revealed that the substrate mater ia l  close to 
the interface was somewhat harder  than that towards the middle of 
the substrate  thickness (see Table 9). These resu l t s  may possibly 
indicate that some diffusion occurred between the coating and the sub- 
s t r a t e  during aging. If the resul ts  for samples  aged for  500 and 1,000 
hours  a r e  similar, microprobe analyses will be performed to de te r -  
mine the cause of the hardness  change. 

TABLE 9 

Microhardness Results fo r  
Beryll ium Plate Coated 

with Iron-  Titanate 

Depth Below 
Interface (Mils 1 

Diamond Pyramid  
Hardne s s (kn / mm2 1 

0.5 
i. 5 
2.5 
3.5 

50 

227 
182 
188 
185 
185 

Spectrographic analyses of the coating before  and a f t e r  aging revealed 
no change in  the amount of elemental impurit ies.  
presented in Table 6.  

These resu l t s  a r e  
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On the bas i s  of these resu l t s ,  it appears that iron-titanate is 
chemically compatible with beryl l ium and that it maintains good bond 
integrity to beryl l ium f o r  a t  l ea s t  100 hours at 800°F in vacuum. 

C. Emittance Tests  

1. Introduction 

As a pa r t  of the beryll ium studies,  beryllium s t r ip s  are coated with 
the same mater ia l s  used for  the aging t e s t s ,  and the result ing 
specimens are tested f o r  emittance stability a t  t empera tures  between 
800 and 1400°F. 
inch wide, and 0.010 inch thick. Four-mil-thick coatings are 
applied by  p lasma-arc  spraying using the same procedure as that 
used for  the aging specimens. The total hemispherical  emittance 
tes t s  are conducted in the shor t - te rm endurance rig descr ibed in 
Pratt & Whitney Aircraf t  Report  PWA-2518 (NASA CR-54268). 

The beryllium str ips  used a r e  9 inches long, 0 . 4  

2. Tes t  Results 

One emittance test was conducted during the r epor t  period. 
specimen was a beryll ium s t r ip  coated with a 4-mil-thick layer  of 
iron-titanate. Emittance values were obtained at 100°F intervals  
between 800°F and 1100°F over a period of 670 hours.  The emi t -  
tance values were  all between 0.89 and 0.90, a s  shown in Figure 15. 

The 

After testing at 1100"F, one of the thermocouples failed, and it was  
necessa ry  to interrupt  the test to re instrument  the specimen. 
Emittance testing will be continued during the next repor t  period up 
to 1400°F. 

The appearance of the specimen after testing at 1100°F is shown in 
F igure  16. 
the test. 

Tlie specime:: appezrerl to be unchanged by this portion of 
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V. CONCLUSIONS 

On the bas is  of at least 10,000 hours  of emittance testing and related 
adherence testing, it is concluded that iron-titanate on ei ther  
AISI-310 s ta inless  s tee l  o r  on columbium- 1 percent zirconium and 
calcium-titanate on AISI-3 10 stainless s tee1 are suitable for  space 
radiator  use at 1350°F (with a stainless steel substrate) o r  1700°F 
(with a columbium- 1 percent zirconium substrate).  
mater ia l  combinations are unaffected by thermal  cycling and have 
demonstrated good adherence properties during fatigue testing. Iron- 
titanate applied to  columbium- 1 percent zirconium has  an  emittance 
between 0.88 and 0.84. When applied to AISI-310 s ta inless  s teel ,  it 
has  an emittance between 0.89 and 0.88. Calcium titanate on AISI- 
310 stainless s teel  has an emittance between 0.91 and 0.89. 

All of these 

Aluminum oxide-aluminum titanate on columbium- 1 percent 
zirconium does not appear to be suitable for  space radiator  applica- 
tions at 1700°F. 
emittance has dropped f rom 0.87 to 0.82. 

After 5300 hours of testing at this  temperature ,  the 

The aging of beryllium plates coated with calcium titanate f o r  500 hours 
at 800°F  does not appear to produce any significant changes in either the 
coating o r  the substrate.  Aging beryllium plates coated with i ron  ti- 
tanate for  100 hours  at 800°F also produces no significant changes, 
The emittance of a beryll ium s t r ip  coated with iron-titanate was 
found to be between 0.89 and 0.90 over a temperature  range f r o m  
800°F to 1100°F during 670 hours of testing. 
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VI. FUTURE WORK 

The remaining long-term total hemispherical emittance tes t s  being 
conducted on coated AISI-310 stainless s teel  and columbium- 1 percent 
zirconium tubes will be continued up to at leas t  10, 000 hours if the 
emittance remains stable. Those with AISI-310 stainless steel  sub- 
s t r a t e s  may be continued for a longer period. The t e s t  of aluminum 
oxide-aluminum titanate on columbium- 1 percent zirconium wi l l  be 
terminated before 10,000 hours a r e  reached i f  the emittance con- 
tinues to decrease.  

The beryll ium studies will be continued to evaluate the compatibility, 
emittance stability, and adherence of i ron titanate and calcium 
titanate to beryllium. 
be introduced during the next six-month period. 

It is expected that a third coating mater ia l  will 
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F i g u r e  1 - I ron-  Titanate -Coated Columbium- 1 P e r c e n t  Zi rconium 
Specimen at 1 7 0 0 ° F  A f t e r  10,000 Hours of Testing 

P W  A- 2750 
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F i g u r e  3 - I ron-  Titanate -Coated Columbium- 1 P e r c e n t  Zirconium 
Specimen After 1 0 , 0 0 0  Hours  of Testing at 1700°F 
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Mag: 200X 
F i g u r e  4 - Photomicrograph of I ron-  Titanate on Columbium- 1 

Pe rcen t  Zirconium After 10 ,000  Hours  of Testing 
a t  1700 "F 
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F i g u r e  6 - Calcium-Titanate-Coated AISI-310 Stainless  Steel 
Specimen After  1 0 , 0 0 0  Hours  of Testing a t  1350°F 

PAGE NO. 23 



PRATT & WHITNEY AIRCRAFT 

! *  

- 33NWlllW3 
XW3HdSIW3H lW101 

PWA-2750 

h 
0 
k 
H 

k 
0 

W 

Q) 

PAGE NO. 24 



PRATT & WHITNEVAIRCRAFT 

. 

- 

P W A  - 27 50 

F i g u r e  8 - Iron-Titanate-Coated AISI-3 10 Stainless Steel  Specimen 
After  9 , 0 0 0  Hours  of Testing at 1350°F 

PAGE NO. 25 



PRATJ & WHITNEY AIRCRAFT 
PW A- 2 750 

PAGE NO. 26 



PRATT & WHITNEY AIRCRAFT 

F i g u r e  10 - Aluminum Oxide -Aluminum Titanate- Coated 
Columbium- 1 Percent  Zi rconium Specimen After 
4 , 8 2 3  Hours  of Testing at 1700°F 
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F i g u r e  11 - Vacuum Aging Furnaces  Used for Beryl l ium Studies 
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F i g u r e  12 - Control Console for Beryl l ium Aging Studies 
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F i g u r e  13 - Appearance of Calcium- Titanate-Coated Bery l l ium 
Specimen Before Aging (Lef t ) ,  After Aging for  100 
Hours  a t  800°F  (Center) ,  and After Aging f o r  500 
Hours  a t  800°F  (Right) 
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F i g u r e  14 - Appearance of I ron-  Titanate -Coated Bery l l ium Speci- 
m e n  Before Aging (Left)  and After Aging f o r  100 Hours  
at 800 "F (Right) 

PWA-2750 
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Figure  16 - I ron-  Titanate -Coated Bery l l ium Specimen After 
Emit tance Testing at Tempera tures  f r o m  8 0 0 ° F  
to  1100°F 
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